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JIANGSU BOHUI PAPER INDUSTRY CO.,LTD.
BUILDINGS4,EAST OF HUANGANG EAST ROAD AND NORTH OF GRADE4WATERWAY,
PAPER PARK,DAFENG DISTRICT,PORT DISTRICT YANCHENG CITY,JIANGSU PROVINCE.P.R.CHINA

Sample Description : COATED IVORY BOARD

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly.

************
Sample Receiving Date : Oct 10, 2025

Test Performing Date : Oct 10, 2025 to Oct 15, 2025

Test Requested : GB/T 1545-2008 Paper, board and pulp – Determination of acidity or 

alkalinity

Test Method : Method B

Test Result : pH: Average 9.1

Note: - Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. The test
report shall only be used for clients’ scientific research, teaching, internal quality control, product research 
and development, etc… and just for internal reference.

         - The report is English version of Chinese test report QDHL251001478301PA_CN. The Chinese version 
shall prevail in case of discrepancy between the Chinese version and English version.

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.

—————————————
Zhou Xinkuan, SK
Authorized Signatory
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Sample Photo: 

SGS authenticate the photo on original report only

***End of Report***
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